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U.;it~g cthyl or isopropyl alcohol on  dry, santled ns1x.n (Po)~rrlns spp.)  c.11~1 grain enahles 
onc to distingl~ish henrtwooct from sapwood. Atldition of a tlye ma!ic>s a permanent record. 

Kc!lcoord.~: Pol~z~ltis trcn~uloitlcs, P. grandidcntc~to, heartwood, sapwood, heartwood-sapwood 
tliffcrcntiatol.~. 

Scientists occasionallv iiit~st deter~iiine 
\vliether a particular section of an aspen 
1)oartl is sapwood or heartwood. Although 
phys~cal properties may diffcr, no differ- 
ence can 1)e detected vis~ially between the 
types of wood. In the method described 
here aspen (Pooulus tremuloitles and P. 
grc~n(li[lentutu) sapwood is easily distin- 
~uisllable from the hardwood because as- - 
pen heart\vood is less permeable than sap- 

Alcohol (ethanol or isopropanol) or ace- 
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tone is 1)rushed on the frcshly sanded end 
grain of a dried board. The permeable sap- 
wood absorbs the alcohol and appears wet 
for 15 n ~ i n  or more (Fig. 1) before chang- 
ing to its original dry appearance; the 
impermea1)le heartwood absorbs little alco- 
hol and changes to its original dry appear- 
ance in a few minutes. 

Small amot~nts of dye, such as crystal vi- 
olet or methyl orange, can also be added to 
the alcohol to produce a Inore lasting con- 
trast than does the alcohol alone. After the 
alcohol-dye mixture has been applied and 
dried, the board call be cut 5~4 to I / s  inch 
back from the end to reveal the stained sap- 
wood and the ullstail~ed heartwood. 

Wetwood, because of its in~pern~eability, 
reacts like h e a r t w o o d .  
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1:lr.. I .-End grain view of aspen ( Populus grandidentata) studs shortly after treatment with 
pllie alcohol. Sapwood is dark; heartwood, light. To improve contrast, the ends were sanded prior to 
trc ~tmrrrt. 




